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Test Report

Sample Name

PIN CODE: A0327CF4

Please refer to following pages.

Total Lead

Total Cadmium

Soluble Arsenic PASS

Sample Submitted By

No.: EKR26600684　　　Date: 17-Jun-2026

CHAO YUON CO., LTD.

NO. 18, ZHANGBIN E. 10TH RD., XIANXI TOWNSHIP, CHANGHUA COUNTY 50741, TAIWAN (R.O.C.)

PASS

The following sample(s) was/were submitted and identified by the applicant as:

CHAO YUON CO., LTD.

TUBE

Test Requested

Sample Receiving Date

Testing Period

11-Jun-2026

11-Jun-2026 to 17-Jun-2026

Selected test(s) as requested by client. Please refer to result table for

testing item(s).

- US California Proposition 65

PASS

Test Results

Summary
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No. 1 :

Method Unit MDL

No.1

With reference to CPSC-CH-E1001-

08.3: 2012, analysis was performed by

ICP-OES.

mg/kg 2 n.d. 90

 (■ L7)

With reference to CPSC-CH-E1001-

08.3: 2012, analysis was performed by

ICP-OES.

mg/kg 2 n.d. 100

 (■ C1)

With reference to ASTM F963: 2017

Clause 8.3, analysis was performed by

ICP-OES.

mg/kg 2.5 n.d. 25

 (■ A1)

1.

2.

3.

4.

6.

-

-

-

Result Reference

Limit

Test Part Description

Test Results

SILVER COLORED METAL (INCLUDING THE PLATING LAYER)

Test Items

Lead (Pb) (CAS No.: 7439-92-1)

Cadmium (Cd) (CAS No.: 7440-43-9)

Soluble Arsenic (As) (CAS No.: 7440-

38-2)

Note：

MDL = Method Detection Limit

n.d. = Not Detected ( Less than MDL)

mg/kg = ppm；0.1wt% = 0.1% = 1000ppm

The reference limit applied in testing is based on particular prop 65 settlements that are most similar to

the tested product in the opinion of the lab. The testing in this report does not reflect a user's actual

exposure to the tested chemical. A manufacturer or retailer that is not named in the referenced settlement

is not bound by that settlement, and may choose to comply with Proposition 65 by clearly informing the

consumer of potential exposure.

Remark :

Unless otherwise stated , the decision rule for conformity reporting is based on Binary Statement for

Simple Acceptance Rule (w=0) stated in ILAC-G8:09/2019. According to this rule, the judgement of

conformity is based on the comparing test results with limits.

(■ A1): The limit is referenced to the soluble arsenic requirement as stated in the Country of Alameda,

HG12633575.

(■ C1): The limit is referenced to the cadmium requirement as stated in the County of Alameda Superior

Court, RG 16-837582.

(■ L7): The limit is referenced to the requirement as stated in the San Francisco Superior Court Case No.

CGC-18-566066.
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** End of Report **

* The tested sample / part is marked by an arrow if it's shown on the photo. *
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